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THE FOLLOWING SAMPLE(S) WAS/WERE SUBMITTED AND IDENTIFIED BY/ON BEHALF OF THE APPLICANT AS:
UTOHUTVEBFICLYRESh BEICR DO THRBZTOELE:

SAMPLE NAME : NICKEL E-S

CLIENT REF.NO

SAMPLE RECEIVED : 2020/11/25

TESTING DATE :2020/11/25 TO 2021/01/12

TEST REQUESTED :  SELECTED TEST(S) AS REQUESTED BY CLIENT.

SHTEE AMEBIFBEEDERICIVETS,

TEST METHOD(S) : WITH REFERENCE TO LATEST EDITION OF IEC62321 FOR RoHS 10 SUBSTANCES.
SWAE OTHER CHEMICALS WERE TESTED BY EACH APPROPRIATE METHOD.

RoHS10¥1'E O 2T X B FTARDIEC62321FSHBLFEL =,
FNLUNDIEZHEIZOVTIEENEFNICRELEHEZTHETLEL

TEST RESULT(S) . PLEASE REFER TO THE NEXT PAGE(S).
SR LTOR—CETSHBENEY,

Fumitaka Maruyama / Quality Officer
Central Chemical Laboratory
SGS Japan Inc.
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TEST RESULT(S)

ITEM(S) UNIT RESULT METHOD INST./PLACE MDL
CADMIUM(Cd) mg/ke N.D. Acid dissolution ICP-OES 5
LEAD(Pb) mg/ke N.D. Acid dissolution ICP-MS 5
MERCURY(Hg) mg/kg N.D. Acid dissolution ICP-OES 5
CHROMIUM VI(Cr(VI)) g/ N.D. IEC62321-7-1: 2015 UV/VIS 0.01

NOTES: mg/kg = ppm, N.D. = Not Detected, INST. = INSTRUMENT, MDL = Method Detection Limit

REMARK: The content of Cd, Pb and Hg have been calculated with regard to Ni, Co and Pb result.
Cr(VI) has been tested with regard to the surface area of 40cn.
Reference: The MDL of Cr(VI) can be converted into 10 (ppm).
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15 #3825 & Name of the person in charge of measurement: ffJlIl 5= Ryohei Fukawa
2) T E{EE Name of the person responsible for measurement: K& EH3E Mayumi Otani

} "

Analysis of Heavy metal
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