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hUERHEARRAS (ZHONGSHAN FU SHENG ELECTROMECHANICAL CO., LTD.)
BEERE P UM XIERZEEXEAREL2E (NO. 12, TORCH ROAD, TORCH HI-TECH INDUSTRIAL DEVELOPMENT ZONE,
ZHONGSHAN CITY, GUANGDONG PROVINCE.)

TR &EREHBEREMZHKRER (The following sample(s) was/were submitted and identified by the applicant
as) :

& (Sample Name) : LEAD FRAME-MATERIAL CE4RZ2-#1))
& mBLSE(Style/Item No.) 1 Ag (#EEERE)

Y2 H(Sample Receiving Date) : 13-Jul-2026
AIEH #ARE (Testing Period) : 13-Jul-2026 to 20-Jul-2026

A B K (Test Requested) (1) EEFEE - £%RoHS 2011/65/EU Annex IR EIEETIE< (EU) 2015/863 R
i~ 80 ok~ NBER - ZIREEK - Z)REKHEE, DBP, BBP, DEHP, DIBP - (As
specified by client, with reference to RoHS 2011/65/EU Annex Il and amending
Directive (EU) 2015/863 to determine Cadmium, Lead, Mercury, Cr(VI), PBBs,
PBDEs, DBP, BBP, DEHP, DIBP contents in the submitted sample(s).)

(2 HtAIFHIBEZFER T —E - (Please refer to next pages for the other item(s).)

B &R (Test Results) : A2/ F—H& (Please refer to following pages.)
#  #(Conclusion) : (1) RBEEFFRMEMNERM - HiF - #5  5&k - NEH - ZREK - 22K KE, DBP,

BBP, DEHP, DIBPEJ I 45 R &7 5 RoHS 2011/65/EU Annex IEBEE{ERT15< (EU)
2015/863 ZBR1EZSK - (Based on the performed tests on submitted sample(s),
the test results of Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs, DBP, BBP,
DEHP, DIBP comply with the limits as set by RoHS Directive (EU) 2015/863
amending Annex Il to Directive 2011/65/EU.)

i w, A
Trﬁﬁf Depart&nt Mal ager S’/

Signed for and on behalf o:amw
SGS TAIWAN LTD.
Chemical Laboratory - Taipei
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hUERHEARRAS (ZHONGSHAN FU SHENG ELECTROMECHANICAL CO., LTD.)
BEERE P UM XIERZEEXEAREL2E (NO. 12, TORCH ROAD, TORCH HI-TECH INDUSTRIAL DEVELOPMENT ZONE,
ZHONGSHAN CITY, GUANGDONG PROVINCE.)

B EBAIFGE (Test Part Description)
No.1 ;. REEBRA (Ag (AE#EE)) (SILVER COLORED METAL SHEET (Ag (#£iE/=)))

B4R (Test Results)

AHIER A 77 E =Ly MDL HER PRIE
(Test Items) (Method) (Unit) (Result) [ (Limit)
No.1
# (Cd) (Cadmium (Cd)) £%|EC 62321-5: 2013 - DIRIFEFREEEE | mg/kg 2 n.d. 100
BIHREE DT o (With reference to IEC
#r5 (Pb) (Lead (Pb)) 62321-5: 2013, analysis was performed | mg/kg 2 n.d. 1000
by ICP-OES.)
7 (Hg) (Mercury (Hg)) £%E|EC 62321-4: 2013+ AMD1: 2017 - mg/kg 2 n.d. 1000
PURKFEFE S BERBEGIEE DT - (With
reference to IEC 62321-4: 2013+ AMD1.:
2017, analysis was performed by ICP-
OES))
7B (Hexavalent Chromium) Cr(VI)  [£%IEC 62321-7-1: 2015 - BIRINE-TIR [ ug/cm?2| 0.1 n.d. -
(#2) KR FHESTHH - (With reference to
IEC 62321-7-1: 2015, analysis was
performed by UV-VIS.)
7NMEEE Cr(VI) (Hexavalent Chromium 2 %|EC 62321-7-2: 2017 - DIERSMK-TIR | mg/kg 8 n.d. -
Cr(VI)) KD HHEET DT - (With reference to
IEC 62321-7-2: 2017, analysis was
performed by UV-VIS.)
22X (Monobromobiphenyl) mg/kg 5 n.d. -
_/5 = (Dibromobiphenyl) mg/kg 5 n.d. -
S5 (Tribromobiphenyl) mg/kg 5 n.d. -
@/r Bt7 (Tetrabromobiphenyl) R e = | Mg’k 5 n.d. -
HIRBEE (Pentabromobiphenyl) ?%lEC 6232],'_6: 2015 - i@ #®/8 mg/kg 5 n.d. -
= REE DT - (With reference to IEC 62321-
7NREEKR (Hexabromobiphenyl) ] . mg/kg 5 n.d. -
e - 6: 2015, analysis was performed by
+IREK (Heptabromobiphenyl) GC/MS) mg/kg 5 n.d. -
JUREEK (Octabromobiphenyl) ’ mg/kg 5 n.d. -
JURHEER (Nonabromobiphenyl) mg/kg 5 n.d. -
38Kt (Decabromobiphenyl) mg/kg B) n.d. ‘
2R K487 (Sum of PBBs) mg/kg - n.d. 1000
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hUERHEARRAS (ZHONGSHAN FU SHENG ELECTROMECHANICAL CO., LTD.)
BEERE P UM XIERZEEXEAREL2E (NO. 12, TORCH ROAD, TORCH HI-TECH INDUSTRIAL DEVELOPMENT ZONE,
ZHONGSHAN CITY, GUANGDONG PROVINCE.)

HAlEIEE AR AE E==Liv} MDL #HwE PR{E
(Test Items) (Method) (Unit) (Result) [ (Limit)
No.l1

— 2B (Monobromodiphenyl ether) mg/kg 5 n.d. -
ZR¥KEE (Dibromodiphenyl ether) mg/kg 5 n.d. -
=R E (Tribromodiphenyl ether) mg/kg 5 n.d. -
I 2Kt (Tetrabromodiphenyl ether) . ‘ mg/kg 5 n.d. -
TR RS (Pentabromodiphenyl ether) 2%IEC 62321-6: 2015 - DI HEITE/E mg/kg 5 n.d. -
~EFEE (Hexabromodiphenyl ether) FEEDAT - (With reference to IEC 62321- 0 z . -
/N p Y mg/Kg n.d.

e - 6: 2015, analysis was performed by
TIREKEE (Heptabromodiphenyl ether) GC/MS) mg/kg 5 n.d. -
JURH B (Octabromodiphenyl ether) mg/kg 5 n.d. -
JLREKES (Nonabromodiphenyl ether) mg/kg 5 n.d. -
TRE KBt (Decabromodiphenyl ether) mg/kg 5 n.d. -
ZREABI42F0 (Sum of PBDEs) mg/kg - n.d. 1000
NRERT mRAFMAEZEMEMMAILNERY  |2%FIEC 62321: 2008 - DImBREMNTE/EE | mg/kg 5 n.d. -
(HBCDD) (a- HBCDD, B- HBCDD, y- HBCDD) |5 347 - (With reference to IEC 62321:
(Hexat.)romocyclod.odecane.z (HBCPD) and 2008, analysis was performed by
all major diastereoisomers identified (a- GC/MS.)
HBCDD, - HBCDD, y- HBCDD)) (CAS No.:
25637-99-4, 3194-55-6 (134237-51-7,
134237-50-6, 134237-52-8))
@& (F) (Fluorine (F)) (CAS No.: 14762-94- mg/kg 50 n.d. -
8)
& (C) (Chlorine (Cl)) (CAS No.: 22537- |2%BS EN 14582: 2016 - MUBFEHE S | mg/kg 50 n.d. -
15-1) #r - (With reference to BS EN 14582:
2 (Br) (Bromine (Br)) (CAS No.: 10097- 2016, analysis was performed by IC.) mg/kg 50 n.d. -
32-2)
8 (1) (lodine (1)) (CAS No.: 14362-44-8) mg/kg 50 n.d. -
ERFiE A EEE (PFOS and its 1BZZEN 17681-1: 2022 & EN 17681-2: mg/kg | 0.01 n.d. -
salts) (Perfluorooctane sulfonates and [2022 - DUREEHT BELEEE DT -
its salts (PFOS and its salts)) (CAS No.: [(Modified EN 17681-1: 2022 & EN
1763-23-1 and its salts) 17681-2: 2022, analysis was performed

by LC/MS/MS.)
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hUERHEARRAS (ZHONGSHAN FU SHENG ELECTROMECHANICAL CO., LTD.)
BEERE P UM XIERZEEXEAREL2E (NO. 12, TORCH ROAD, TORCH HI-TECH INDUSTRIAL DEVELOPMENT ZONE,
ZHONGSHAN CITY, GUANGDONG PROVINCE.)

AHIER AR A= ==Ly MDL BER PRIE
(Test Items) (Method) (Unit) (Result) [ (Limit)
No.1

THEFMKHEES (PFOA and its salts)  |1E2ZEN 17681-1: 2022 & EN 17681-2: mg/kg | 0.01 n.d. -
(Perfluorooctanoic acid and its salts 2022 - DURMEEIT R EREE DT -
(PFOA and its salts)) (CAS No.: 335-67-1|(Modified EN 17681-1: 2022 & EN

and its salts) 17681-2: 2022, analysis was performed
by LC/MS/MS.)

Z&EHK (PCBs) (Polychlorinated £%US EPA 3550C: 2007 - MIGBEME/| mg/kg | 0.5 n.d. -
biphenyls (PCBs)) BREE DM - (With reference to US EPA
3550C: 2007, analysis was performed by
GC/MS.)

Z &% (PCNs) (Polychlorinated £ US EPA 3550C: 2007 - DImAEEMN &/ | mg/kg 5 n.d. -
naphthalene (PCNs)) BREE DM - (With reference to US EPA
3550C: 2007, analysis was performed by
GC/MS)

Z & =K (PCTs) (Polychlorinated £ZUS EPA 3550C: 2007 - DImABETE/| mg/kg 0.5 n.d. -
terphenyls (PCTs)) BREEOM - (With reference to US EPA
3550C: 2007, analysis was performed by
GC/MS)

raiE S (EA(CL0-C13) (SCCP) (Short  |£%E1S0 18219-1: 2021 - ListEEE/ | mg/kg 50 n.d. -
Chain Chlorinated Paraffins(C10-C13) |EFE&E 24 - (With reference to ISO
(SCCP)) (CAS No.: 85535-84-8) 18219-1: 2021, analysis was performed
by GC/MS)

ZXE# (TPT) (Triphenyl tin (TPT)) £%(S0 17353: 2004 - LimtHEERE/E | mg/kg | 0.03 n.d. -
&R DT o (With reference to ISO 17353:
2004, analysis was performed by

GC/MS.)
=T £485 (TBT) (Tributyl tin (TBT)) 2%(S0 17353: 2004 - LGB ®/E | mg/kg | 003 | nd. -

REEDHT o (With reference to ISO 17353:
2004, analysis was performed by
GC/MS.)
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hUERHEARRAS (ZHONGSHAN FU SHENG ELECTROMECHANICAL CO., LTD.)
BEERE P UM XIERZEEXEAREL2E (NO. 12, TORCH ROAD, TORCH HI-TECH INDUSTRIAL DEVELOPMENT ZONE,
ZHONGSHAN CITY, GUANGDONG PROVINCE.)

HAlEIEE 7% B fiI MDL ©ER PR{E
(Test Items) (Method) (Unit) (Result) [ (Limit)
No.1l
— &5 (DOT) (Dioctyl tin (DOT)) £SO 17353: 2004 - LimtEERE/E | mg/kg | 0.03 n.d. -

BT - (With reference to 1ISO 17353:
2004, analysis was performed by

GC/MS.)
=7 £4 (DBT) (Dibutyl tin (DBT)) 2%|S0 17353: 2004 - LIREBNE/E | mg/kg | 003 | nd. -

FEE DT o (With reference to 1ISO 17353:
2004, analysis was performed by

GC/MS)
S€ =T E#5 (TBTO) (Bis(tributyltin) [R=TEHAFRERFIEFZ - mg/kg | 0.03A n.d. -
oxide (TBTO)) (CAS No.: 56-35-9) (Calculated from the result of Tributyl

Tin (TBT).)
B&E % (Polyvinyl chloride) (PVC) 2EASTM E1252: 2021 - DB EEIR4AT o - Negative -

IMRICEE B RIEEIEDT - (With
reference to ASTM E1252: 2021, analysis
was performed by FT-IR and Flame Test.)

#% (Sb) (Antimony (Sb)) (CAS No.: 7440- £22US EPA 3050B: 1996 © DI FEIESE mg/kg 2 n.d. -
36-0) FHELHTEE B DM » (With reference to

US EPA 30508B: 1996, analysis was
performed by ICP-OES.)

=& {E_# (Sb,0s) (Antimony trioxide |H#F#AERTES 2 - (Calculated fromthe | mg/kg | 24 n.d. -

(Sb,03)) (CAS No.: 1309-64-4) result of Antimony.)
i (Be) (Beryllium (Be)) (CAS No.: 7440- |£%&US EPA 3050B: 1996 - LIRKFERSE | mg/kg 2 n.d. -
41-7) BEEGTYEREE O - (With reference to

US EPA 30508B: 1996, analysis was
performed by ICP-OES.)

fiE (As) (Arsenic (As)) (CAS No.: 7440-  |£%&US EPA 3052: 1996 - DIKFEFRSE 5 | mg/kg 2 n.d. -
38-2) BRI YLREE DT - (With reference to US

EPA 3052: 1996, analysis was performed

by ICP-OES.)
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hUERHEARRAS (ZHONGSHAN FU SHENG ELECTROMECHANICAL CO., LTD.)
BEERE P UM XIERZEEXEAREL2E (NO. 12, TORCH ROAD, TORCH HI-TECH INDUSTRIAL DEVELOPMENT ZONE,
ZHONGSHAN CITY, GUANGDONG PROVINCE.)

AHIER A 75E Efu MDL ER PRIE
(Test Items) (Method) (Unit) (Result) [ (Limit)
No.1

#K _BPEE T Bs (DBP) (Dibutyl £Z|EC 62321-8: 2017 - KImMBETE/E | mg/kg 50 n.d. 1000
phthalate (DBP)) FEEDHT o (With reference to IEC 62321-

8: 2017, analysis was performed by

GC/MS.)
FA PR T KPP h5 (BBP) (Butyl benzyl |£%EIEC 62321-8: 2017 - LIKEEMNE/E | mg/kg 50 n.d. 1000
phthalate (BBP)) FEEDHT o (With reference to IEC 62321-

8: 2017, analysis was performed by

GC/MS)
A _PE —(2-oECHE)Es (DEHP) (Di- |£%EIEC 62321-8: 2017 - LImEEMNE/E | mg/kg 50 n.d. 1000
(2-ethylhexyl) phthalate (DEHP)) FEEDHT o (With reference to IEC 62321-

8: 2017, analysis was performed by

GC/MS.)
#AX_EBRE ST Fs (DIBP) (Diisobutyl Q%IEC 62321-8: 2017 - LIsHEMNE/E | mg/kg 50 n.d. 1000
phthalate (DIBP)) L&D » (With reference to IEC 62321-

8. 2017, analysis was performed by

GC/MS.)

#X PR — E T F5 (DINP) (Diisononyl [£%EIEC 62321-8:2017 - LImAEEN&E/E | mg/kg 50 n.d. -
phthalate (DINP)) (CAS No.: 28553-12- |F&& 247 - (With reference to IEC 62321-
0, 68515-48-0) 8: 2017, analysis was performed by
GC/MS)

#BAR _FPEE — IF¥f5 (DNOP) (Di-n-octyl |£%EIEC 62321-8: 2017 - LImEEMNE/E | mg/kg 50 n.d. -
phthalate (DNOP)) (CAS No.: 117-84-0) |:&& 247 - (With reference to IEC 62321-
8: 2017, analysis was performed by
GC/MS)

#R _FARE — S23%B5 (DIDP) (Diisodecyl [£%IEC 62321-8: 2017 - LItEEMT#&E/&E | mg/kg | 50 n.d. -
phthalate (DIDP)) (CAS No.: 26761-40- [z&E&E 24T - (With reference to IEC 62321-
0, 68515-49-1) 8: 2017, analysis was performed by
GC/MS.)

#A P8 — [FC s (DNHP) (Di-n-hexyl |£%&IEC 62321-8: 2017 - LISHEN&/E | mg/kg 50 n.d. -
phthalate (DNHP)) (CAS No.: 84-75-3) |F&& 24T - (With reference to IEC 62321-
8: 2017, analysis was performed by
GC/MS.)
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hUERHEARRAS (ZHONGSHAN FU SHENG ELECTROMECHANICAL CO., LTD.)
BEERE P UM XIERZEEXEAREL2E (NO. 12, TORCH ROAD, TORCH HI-TECH INDUSTRIAL DEVELOPMENT ZONE,
ZHONGSHAN CITY, GUANGDONG PROVINCE.)

B3 (Note) :
1. mg/kg = ppm ; 0.1wt% = 0.1% = 1000ppm

. MDL = Method Detection Limit (77,412 RI1BRE)
. n.d. = Not Detected (5k#& ) ; /\iSMDL / Less than MDL
"-" = Not Regulated (f&#R1&1E)
**= Qualitative analysis (No Unit) 247 (FRE 1)
. Negative = Undetectable [z (18I 2/KL); Positive = Detectable B4 (E&RIZI/4E H)
(#2) =
a. ENBHARAN0.13 ug/cm? - R RtxmxERZB/NER - (The sample is positive for Cr(VI) if the Cr(VI)
concentratlon is greater than 0.13 pug/cm2. The sample coating is considered to contain Cr(VI).)

. BAEBBERBNd. (RE/NR0.10 ug/cm?) » "R EEAZ/NEH - (The sample is negative for Cr(VI) if Cr(Vl) is
n. d (concentration less than 0.10 ug/cm?). The coating is considered a non-Cr(VI) based coating)

C BNEBRERTKR 0.10 £ 0.13 ug/cm? - SAEEEEZERB/NER - (The result between 0.10 ug/cm? and
0.13 pg/cm?is considered to be inconclusive - unavoidable coating variations may influence the determination.)

8. A : MDLE2HE TR/AEIEE YW 2 - (The MDL was evaluated for element / tested substance.)
18 /N1 (Conversion Formula) : AX = Ax F

NouswN

AX A F
fLE=-TEH = i '
(Bis(tributyltin)oxide) (TBTO) =T &8 (Tributyl Tin) (TBT) H0276
=&1E_# (Antimony trioxide) % (Antimony) 1.1971

(Sb203)
SEIRE R (Parameter Conversion Table) :
https://eecloud.sgs.com/Region_TW/DocDownload.aspx?name=0thers
9. BRIES AR - 28RILAC-G8:09/201REMA - IABERUWGRR Z —2A(w=0)ETHaMHE ; RBIHKRR - 7
EUERZATGLUAE & REREMEEE - (Unless otherwise stated, the decision rule for conformity reporting
is based on Binary Statement for Simple Acceptance Rule (w=0) stated in ILAC-G8:09/2019. According to this
rule, the judgement of conformity is based on the comparing test results with limits.)
10. A ER ETR26701926 2 EE1HRE - (This is the additional test report of ETR26701926.)
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PFAS Remark :
IRBPFASEERMTENTPFASHIBNEE4E - BRIRKEIGE ZPFASEE REHEYE - HulWHESNSEA&EHER - Bt A&
AMNBEEBERERNEZER - WATRERSEREGEE ZPFASYR REEMENREMRS - THRPFASYBERESCERTH
AERY - HEEMFSRE MR | (FRIVBEPFASHIBERFES - WACIZARMKEGER ZPFASELR - )
(The quantitative technology of PFAS is to analyze the specific structure of PFAS substances. However, PFAS acid and its
salts with the same carbon number group have the same specific structure that can be identified. The tested results of the
analyzed specific structure cannot be distinguished to identify the contribution from PFAS acid or its salts. Therefore, the
tested results display the sum of concentrations of PFAS acids and its salts with the same carbon number group. The
concentration of PFAS substances in the below table have been included in the tested results, please refer to the table for
relevant information: (The listed PFAS substances are examples only, it do not include all PFAS salts with the same carbon
number group.))

FHAE MEZH CAS No.

(Group Name)

(Substance Name)

PFOS, REELTEY
(PFOS, its salts & derivatives)

EREFRIERE (Perfluorooctane sulfonates) (PFOS)

1763-23-1

2EFEERE (PFOS-K)
Potassium perfluorooctanesulfonate (PFOS-K)

2795-39-3

R FEEKLE (PFOS-LI)
Perfluorooctanesulfonic acid, lithium salt (PFOS-Li)

29457-72-5

EHEFEBEM L (PFOS-NH,)
Perfluorooctanesulfonic acid, ammonium salt (PFOS-NH,)

29081-56-9

EHE¥EEER_ 2% (PFOS-NH(C2H40H)2)
Perfluorooctane sulfonate diethanolamine salt (PFOS-
NH(C2H40H)2)

70225-14-8

ERFEERISEH (PFOS-N(CoHs),)
Perfluorooctanesulfonic acid,tetraethylammonium salt
(PFOS-N(CyH5)s)

56773-42-3

2EFEER " PEE (PFOS-DDA)
N-decyl-N,N-dimethyldecan-1-aminium
1,1,2,2,3,3,4/4,5,5,6,6,7,7,8,8,8-heptadecafluorooctane-1-
sulfonate (PFOS-DDA)

251099-16-8

2EEEERIT &% (PFOS-N(C4Ho)s)
TetrabutylAmmonium perfluorooctanesulfonate (PFOS-
N(C4Hg)a)

111873-33-7

2 EEEEES (POSF)
Perfluorooctane sulfonyl fluoride (POSF)

307-35-7

EHEFEBEME (PFOS-Mg)
Perfluorooctanesulfonic acid, magnesium salt (PFOS-Mg)

91036-71-4
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B¥H21E MEZE CAS No.
(Group Name) (Substance Name)
2EEEER M (PFOS-Na) 4021-47-0
Perfluorooctanesulfonic acid, sodium salt (PFOS-Na)
EEFERIRIE 71463-74-6

Piperidine 1,1,2,2,3,3,4,4,5,5,6,6,7,7,8,8,8-
heptadecafluorooctanesulfonate

2 EFEIRIEMEE 45298-90-6
Perfluorooctanesulfonate (anion)
2EFREREA NN-—_ZE M (1:1) (PFOS-NH(C,Hs)3) 54439-46-2

1-Octanesulfonic acid, 1,1,2,2,3,3,4,4,5,5,6,6,7,7,8,8,8-
heptadecafluoro-, compd. with N,N-diethylethanamine
(1:1) (PFOS-NH(C;Hs)s)

N,N,N-=F%-1,1,2,2,3,3,4/4,5,5,6,6,7,7,8,8,8-+t&m-1-F ¥t 56773-44-5
&R B 82(1:1) (PFOS-N(CH3),)

Methanaminium, N,N,N-trimethyl-,
1,1,2,2,3,3,4,4,5,5,6,6,7,7,8,8,8-heptadecafluoro-1-
octanesulfonate (1:1) (PFOS-N(CHj3)4)

i 1-AE - NNN-=R"E-, 1,1,2,2,3,344,556,6,7,7,888-++ 56773-56-9
PFOS, REETTEY -1 -FREREE(1:1) (PFOS-N(C3H5)3(CsHm))
(PFOS, its salts & derivatives)  [1_pentanaminium, N,N,N-tripropyl-,
1,1,2,2,3,3,44,55,6,6,7,7,8,88-heptadecafluoro-1-
octanesulfonate (1:1) (PFOS-N(C3H5);3(CsHq1))

1-T# - NN-—TE-N-F8%-.1,1,2,2,3,344,5,5,6,6,7,7,8,8 124472-68-0
8-+t &-1-FIRiEREEE (1:1) (PFOS-N(C4Hg)3(CH5))
1-Butanaminium, N,N-dibutyl-N-methyl-,
1,1,2,2,3,3,4/4,5,5,6,6,7,7,8,88-heptadecafluoro-1-
octanesulfonate (1:1) (PFOS-N(C4Hq)3(CH3))

wass - #4-(11-“REIE)FE]- - 1,1,2,2,3,3,44,5,5,6,6,7,7 213740-80-8
,8,8,8 -Tt&-1-FinhafLEs (1:1)

lodonium, bis[4-(1,1-dimethylethyl)phenyl]-,
1,1,2,2,3,34/4,5,5,6,6,7,7,8,8,8-heptadecafluoro-1-
octanesulfonate (1:1)

_RE#Q46-=HFEXH)-, 1,1,2,23,3,44,55,6,6,7,78,8 8- 258341-99-0
+t&- - FiREikE (1:1)

Sulfonium, diphenyl(2,4,6-trimethylphenyl)-,
1,1,2,2,3,3,44,55,6,6,7,7,8,88-heptadecafluoro-1-
octanesulfonate (1:1)
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=S MELH CAS No.
(Group Name) (Substance Name)
mhess - 1-+70mE- - 1,1,2,2,3,3,4,4,5,5,6,6,7,7,8,8,8-++t 334529-63-4

&@-1 -FRERE (1:1)
Pyridinium, 1-hexadecyl-, 1,1,2,2,3,3,4,4,5,5,6,6,7,7,8,8,8-
heptadecafluoro-1-octanesulfonate (1:1)

1-Z - NNNN-=2F- - 1,1,2,2,3,3,4,4,5,5,6,6,7,7,8,8,8-++ 773895-92-4
#-1 -FIniERE(1:1)

1-Decanaminium, N,N,N-triethyl-,
1,1,2,2,3,3,4/4,5,5,6,6,7,7,8,8,8-heptadecafluoro-1-
octanesulfonate (1:1)

= BB D] ] 28 (PFOS-P(CaHo)y) 2185043-53-4
Tetrabutylphosphonium perfluorooctane sulfonate (PFOS-
P(C4Ho)a))

PFOS, RAELEBHTAE ER S EE — J1RE (PFOS-CoHyN) 2205029-08-7
(PFOS, its salts & derivatives) Perfluorooctanesulfonic acid diethylamine salt (PFOS-
CHuN)

&

BRE_FEQL2-[2-BFER-2-HHE)EE| LB ERF RBES 1203998-97-3
Z2E8 (PFOS-Cy5H30NO,)
Heptyldimethyl{2-[(2-methylprop-2-
enoyl)oxylethyl}azanium perfluorooctanesulfonate (PFOS-
Ci5H30NO,)

1-¥&)xEg - 1,1,2,2,3,3,44,5,5,6,6,7,7,8,88-++t#-11 -8 423-92-7
Ef (PFOSAN)

1-Octanesulfonic acid, 1,1,2,2,3,3,4,4,5,5,6,6,7,7,8,8,8-
heptadecafluoro-, 1,1'-anhydride (PFOSAN)

ERFEBREESR(PFOS-CI) 423-60-9
Perfluoro-1-octanesulfonyl chloride (PFOS-CI)
& F8 (Perfluorooctanoic acid) (PFOA) 335-67-1
ZEFEIN (PFOA-Na) 335-95-5
Sodium perfluorooctanoate (PFOA-Na)

e EEFEF (PFOA-K) 2395-00-8

PFQA’ &HEE&{’T_ED@ Potassium perfluorooctanoate (PFOA-K)
(PFOA, its salts & derivatives) —

2 E¥EMIR (PFOA-AQ) 335-93-3
Silver perfluorooctanoate (PFOA-Ag)
2 &8 (PFOA-F) 335-66-0

Perfluorooctanoyl fluoride (PFOA-F)
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=S MELH CAS No.

(Group Name) (Substance Name)
2 & EK % (APFO) 3825-26-1
Ammonium pentadecafluorooctanoate (APFO)
EEFHIE (PFOA-LI) 17125-58-5
Lithium perfluorooctanoate (PFOA-Li)
& Fi (PFOA-Co) 35965-01-6
Cobalt perfluorooctanoate (PFOA-Co)
ZH¥ELIE (PFOA-Cs) 17125-60-9
Cesium perfluorooctanoate (PFOA-Cs)
E&EFBI (PFOA-Cr(3™)) 68141-02-6

Octanoic acid, 2,2,3,3,4,4,5,5,6,6,7,7,8,8,8-pentadecafluoro-,
chromium(3+) (PFOA-Cr(3%))

2 |32 R-IRIE(2:1) PFOA-NH(C4H1oN) 423-50-9
Pentadecafluorooctanoic acid--piperazine (2/1)PFOA-
NH(C4H1oN)
ERFME 45285-51-6
PFOA, REETTEY Pentadecafluorooctanoate (anion)

(PFOA, its salts & derivatives) % & Z BT 33496-48-9
Perfluorooctanoic Anhydride
o NNN-=2%-, 2,2,3,3,44,5,5,6,6,7,78388-+Hh@m¥HE 98241-25-9
(1:1)

Ethanaminium, N,N,N-triethyl-, 2,2,3,3,4,4,5,5,6,6,7,7,8,8,8-
pentadecafluorooctanoate (1:1)

ERFRIPRE 32609-65-7
Tetramethylammoniumperfluoroctanoat

1-7A#% - N.N,N-=R%-, 2,23,3,44,5,5,6,6,7,7,888-+L&m¥ 277749-00-5
E(1:1)

1-Propanaminium, N,N,N-tripropyl-,
2,2,3,3,4,4,5,5,6,6,7,7,8,8,8-pentadecafluorooctanoate (1:1)

¥ - 2,2,3,344,556,6,7,78288-+H&m-fE - KEY (1.1:2) 98065-31-7
(PFOA-K(H,0),)

Octanoic acid, 2,2,3,3,4,4,5,5,6,6,7,7,8,8,8-pentadecafluoro-,
potassium salt, hydrate (1:1:2) (PFOA-K(H,0),)
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=S MELH CAS No.
(Group Name) (Substance Name)
¥ - 2,23,34,4,55,6,6,778288-+hA-  {t&Y - Bz (1:1) 1376936-03-6

(PFOA-C,HsN)
Octanoic acid, 2,2,3,3,4,4,5,5,6,6,7,7,8,8,8-pentadecafluoro-,
compd. with ethanamine (1:1) (PFOA-C,H,N)

+hEFBIEEMENME (1:1) (9Cl) (PFOA-CsHsN) 95658-47-2
Octanoic acid, pentadecafluoro-, compd. with pyridine
(1:1) (9CI) (PFOA-CsHsN)

+HEEFBR-1-FEIRE(L:1) (PFOA-CyoH14N,) 1514-68-7
PFOA R EEEATEY) Pentadecafluorooctanoic acid- 1-phenylpiperazine(1:1)

(PFOA, its salts & derivatives) (PFOA-C1oH1N;)

1-38% - N,N,N-=B%&- . 2,23344,556,6,7,7888-+h 927835-01-6
F#(1:1) (PFOA- Cy3Hy6N)

1-Octanaminium, N,N,N-trimethyl-, 2,2,3,3,4,4,5,5,6,6,7,7,8,8,8-
pentadecafluorooctanoate (1:1) (PFOA- Cy1HxN)

EEFHEE (PFOA-CI) 335-64-8
Pentadecafluorooctanoyl chloride (PFOA-CI)
ZH ¥R (PFOA-Br) 222037-87-8

Perfluorooctanoyl Bromide (PFOA-Br)

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at https://www.sgs.com.tw/terms-of-service

and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at https://www.sgs.com.tw/terms-of-service. Attention is drawn to the limitation of

liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company’s findings at the time of its
intervention only and within the limits of client's instruction, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction from
exercising all their rights and obligations under the transaction documents. This document cannot be reproduced, except in full, without prior written approval of the Company. Any
unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. Unless otherwise
stated the results shown in this test report refer only to the sample(s) tested.

25 t+886(02)2299 3939  f+886(02)2299 3237

SGS Taiwan Ltd. 25, Wu Chyuan 7th Road, New Taipei Industrial Park, Wu Ku District, New Taipei City, Taiwan

I
Member of the SGS Group



SGS

AlE RS
TeSt Report #H5(No.): ETR26701926M01 HEA(Date): 20-Jul-2026 BH2((Page): 13 of 24

hUERHEARRAS (ZHONGSHAN FU SHENG ELECTROMECHANICAL CO., LTD.)
BEERE P UM XIERZEEXEAREL2E (NO. 12, TORCH ROAD, TORCH HI-TECH INDUSTRIAL DEVELOPMENT ZONE,
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E2BEIR1EE / Analytical flow chart of heavy metal

REBEUTMREE ZHRYG  Smex2amk - ( ANEBRAEFERS )
These samples were dissolved totally by pre-conditioning method according to below flow chart.
( Cr®* test method excluded )

| 0% - #Em / Cutting ~ Preparation |
v

| AR mES / Sample measurement |
I

| NEEE Cr(VI)
l #4 Pb/#% Cd/% Hg v v
- N JE£E / Non-metal £ / Metal
RO BRI T RS | _ LY |
Acid digestion with microwave / hot plate ABS / PC/PVC | Eftt#%/Others v
7 v L HIKZER / Boiling
ﬁ‘szf)lﬁfﬁﬁ@b/ {;{1':50~160°C'F water extraction
B8 / Fi i Dissolving by JH1E / Digesting
# / Filtration ultrasonication at150~160°C +
| v v BB
v v EOOCHETRER o R Cool, filter digestate
JH1E / Digesting at eparating to get i
7&& / Solution 7%7& / Residue 60!’%byI ) g agueobsgphage through filter
ultrasonication *
v i | A
aRERLE / Alkali fi v mé\jéd@gﬂﬁﬁ%/
1) BRLE / Alkali fusion | N . A iphenyl-
. . #% pH / pH adjustment | carbazide for color
2) EERSARE / HClto dissolve ¢ development
l MABBHEE / Add diphenyl- +
carbazide for color development SR 9k 3 - T B 3 S s
DU FERB SR B H L E DT/ v % SUE@ARE
Analysis was performed by ICP-OES I T S ek . RS 54(’)\/|nm Egu)ituf}g /
v e 540 nm AIBRULEE / bearpn e
2042 / Data Measure the absorbance at 54a0 50 ; LCK/?V'
540 nm by UV-Vis nm by UV=VIS
spectrophotometer
spectrophotometer
¥ v
Y | | m#/Data |
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hUERHEARRAS (ZHONGSHAN FU SHENG ELECTROMECHANICAL CO., LTD.)
BEERE P UM XIERZEEXEAREL2E (NO. 12, TORCH ROAD, TORCH HI-TECH INDUSTRIAL DEVELOPMENT ZONE,
ZHONGSHAN CITY, GUANGDONG PROVINCE.)

LRMA/Z R AB D TREE / Analytical flow chart - PBBs/PBDEs

YR REHIZR / First testing process _
EEMERIER /Optional screen process  =======:

fEs8#2 R / Confirmation process -

Bl ERE / Sample pretreatment
¥

HIER 5>/ Screen analysis

NS NN NS EpEEEEEEEEEEEEEEEEEEEE

v

mEEEEEm
[ RN J

¥ mEEEL / Sample extraction
RIEHUE / Soxhlet method

1
v

AR B/ i
Concentrate/Dilute extracted solution

1
v

ZEURBIE / Filter

1
v

RMEBFTEZLE /GC/MS

1
v

#(#8/ Data

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at https://www.sgs.com.tw/terms-of-service

and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at https://www.sgs.com.tw/terms-of-service. Attention is drawn to the limitation of

liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company’s findings at the time of its
intervention only and within the limits of client's instruction, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction from
exercising all their rights and obligations under the transaction documents. This document cannot be reproduced, except in full, without prior written approval of the Company. Any
unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. Unless otherwise
stated the results shown in this test report refer only to the sample(s) tested.

25 t+886(02)2299 3939  f+886(02)2299 3237

SGS Taiwan Ltd. 25, Wu Chyuan 7th Road, New Taipei Industrial Park, Wu Ku District, New Taipei City, Taiwan

I
Member of the SGS Group



SGS

AlE RS
TeSt Report #H5(No.): ETR26701926M01 HEA(Date): 20-Jul-2026 BH2(Page): 15 of 24

hUERHEARRAS (ZHONGSHAN FU SHENG ELECTROMECHANICAL CO., LTD.)
BEERE P UM XIERZEEXEAREL2E (NO. 12, TORCH ROAD, TORCH HI-TECH INDUSTRIAL DEVELOPMENT ZONE,
ZHONGSHAN CITY, GUANGDONG PROVINCE.)

ANRETESIRER / Analytical flow chart - HBCDD

¥EmATEE / Sample pretreatment

#mEEE Sample extraction /
FBE K ZEUE Ultrasonic method

|

EER =M/ /

Concentrate/Dilute extracted solution

l

ZEBUEBIE / Filter
!

s /E BT /
Analysis was performed by GC/MS

!
¥ /Data
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hUERHEARRAS (ZHONGSHAN FU SHENG ELECTROMECHANICAL CO., LTD.)
BEERE P UM XIERZEEXEAREL2E (NO. 12, TORCH ROAD, TORCH HI-TECH INDUSTRIAL DEVELOPMENT ZONE,
ZHONGSHAN CITY, GUANGDONG PROVINCE.)

&S HiREE / Analytical flow chart - Halogen

RmAER/ Dk /
Sample pretreatment / Separation

NERBERBRAEZRESR /
Weighting and putting sample in cell

v

WAYEE /IR UL /
Oxygen bomb combustion / Absorption

WEZEERE /
Dilution to fixed volume
VBt F B EDN /
Analysis was performed by IC

v

2 /
Data
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EREEAR/AS] (ZHONGSHAN FU SHENG ELECTROMECHANICAL CO., LTD.)
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2HREEM(ERZAFH/2aFRIEH/HAERCSMES)PRER / Analytical flow
chart — PFAS (including PFOA/PFOS/its related compound, etc.)

% mATEIE / Sample pretreatment

v

BEKIZBUEZER /
Sample extraction by ultrasonic extraction

v

EERHE/ B /
Concentrate/Dilute extracted solution

v

MR/ Es MR BB T ERL & B E L&D
#/Analysis was per‘formed lt\)/P/ GC/MS or LC/MS or

v

21i% /Data
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EREEAR/AS] (ZHONGSHAN FU SHENG ELECTROMECHANICAL CO., LTD.)
):%"‘qJUJﬁiXXEﬁaﬁ?ﬁEXXEj(LlZﬁJﬁ (NO. 12, TORCH ROAD, TORCH HI-TECH INDUSTRIAL DEVELOPMENT ZONE,

ZHONGSHAN CITY, GUANGDONG PROVINCE.)

S iEE / Analytical flow chart

- ZE-BR O WIRE - 1A% - DBBT)

%I)%

(BAR : 28X 2ER

*Apply to: PCBs, PCNs, PCTs, Mirex, Chlorinated Paraffins, DBBT

B MATEIE / Sample pretreatment

!

ﬁ%%/@ml “‘Hy /
Sample extraction by organic solvent

v

EIREMR/ e /
Concentrate/Dilute the extracted solution

v

B EN/EEIT /
Analysis was performed by GC/MS

v

g#& /Data
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hUERHEARRAS (ZHONGSHAN FU SHENG ELECTROMECHANICAL CO., LTD.)
BEERE P UM XIERZEEXEAREL2E (NO. 12, TORCH ROAD, TORCH HI-TECH INDUSTRIAL DEVELOPMENT ZONE,
ZHONGSHAN CITY, GUANGDONG PROVINCE.)

Ak 2R / Analytical flow chart - Organic-Tin

% mAEIEE / Sample pretreatment

BHATIZEE /
Sample extraction by organic solvent

v

M EMERTTEE /
Derived by Sodium tetraethylborate

VR B/ /
Concentrate/Dilute extracted solution

VIsmtBE/ERRED T /
Analysis was performed by GC/MS

v

203& /Data
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hUERHEARRAS (ZHONGSHAN FU SHENG ELECTROMECHANICAL CO., LTD.)
BEERE P UM XIERZEEXEAREL2E (NO. 12, TORCH ROAD, TORCH HI-TECH INDUSTRIAL DEVELOPMENT ZONE,
ZHONGSHAN CITY, GUANGDONG PROVINCE.)

BRIOGMEHEINRER / Analysis flow chart - PVC

X mAlEE / Sample pre-treatment

!

YA / Flame test

\4

KISMNEFEDHT / Sample analyzed by FTIR

'

HERC-CIHRE /
Check wave-number of C-Cl bonding

'

g11& /Data
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JTELL ICP-OES A #raYEERER
(Flow chart of digestion for the elements analysis performed by ICP-OES)

REBLUTRREZR 216G - RmETEBM - /These samples were dissolved totally by

pre-conditioning method according to below flow chart.

BU# - &% m / Cutting - Preparation

v
A mES / Sample measurement
¥
RIBAER R B M LUEE fRETTHE(W T RF7R) / Acid digestion by
suitable acid depended on different sample material (as below table)

v
] #BJE / Filtration —
& /Solution 5878 /Residue
v
1) Em@RLE / Alkali fusion
: + : 2) EBEEARE / HCl to dissolve
MRERSERBEFNZEDNT /
Analysis was performed by ICP-OES
!
¥ /Data
], 5@, 83, 4885 / Steel, copper, aluminum, solder oK WEEE B, & EmAL, €| K / Aqua regia, HNO;,
HCI, HF, H,0,
W3 / Glass s, S8 / HNO; HF
&,8A,3L,M9& / Gold, platinum, palladium, ceramic FEK /Aquaregia
£R / Silver TEHEE / HNO;
g&ﬁ% /Plastic E/IKLE ,g%ﬂ(,ﬁ}ﬁ?ﬁ’i,@ﬂﬁ /H2504, Hzoz, HNO3, HCl
Hth / Others MABENHBETEAM / Added appropriate
reagent to total digestion
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TE(BE2BE)2DWREE / Analytical flow chart of elements (Heavy metal included)

RBUTHREEZIGRYE SRS x2ARE -
These samples were dissolved totally by pre-conditioning method according to below flow chart.
[ 2% 574 /Reference method : US EPA 3051A + US EPA 3052]

B - #E%m / Cutting ~ Preparation

'

AliEEmESE / Sample measurement

WHRE/EER /| NHOROEE /
Microwave dlgestlon Wlth HNO3/HCI/HF

'

@8 / Filtration

v
v 528 / Residue
A/ Solution l

1) @ARLE / Alkali fusion
2) ERA#R / HCl to dissolve

A
DURKFEAE S B R BT NEBE T /
Analysis was performed by ICP-OES

(¥ / Data

* US EPA 3051A FE R A& B / US EPA 3051A method does not add HF.
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OB 4R IEE / Analytical flow chart - Phthalate

[R5 753%/Test method: IEC 62321-8]

Al ERE/ A /
Sample pretreatment/separation

'

Sl THF TSk s BR25EY /
Sample dissolved/extracted by THF

'

ERREE /
Dilute extracted solution

'

REBRERZEDT /
Analysis was performed by GC/MS

'

2B/
Data
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hUERHEARRAS (ZHONGSHAN FU SHENG ELECTROMECHANICAL CO., LTD.)
BRE DM KIERZEXEAEL2S (NO. 12, TORCH ROAD, TORCH HI-TECH INDUSTRIAL DEVELOPMENT ZONE,
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*RAPMARERR - ARTBERGR 2% m/8 1. *

nn

(The tested sample / part is marked by an arrow if it's shown on the photo.)

ETR26701926

RS

** [ ELEE (End of Report) **
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