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TEST REPORT 
 

 

KOTITI No. 8221-1401-101140 

  
Applicant Samsung Electro-Mechanics Co., Ltd. 

  
Date In 2021. 02. 19. Date Out 2021. 02. 25. 

    
   
 

Sample Description Substrate 

Sample Quantity One (1) Sample(s) 

Buyer N/S 

Item Number Cu Plating 

Material N/S 

Testing Period 2021. 02. 19. ~ 2021. 02. 25.  

Test Result For further details, please refer to the following page(s). 

 

* N/S : Not Submitted, N.A. : Not Applicable, N.D. : Not Detected [< RL(Report Limit)] 

* Negative : Not Detected, Positive : Detected 

 

 

Affirmation 
Prepared by Technical Manager 

Name : Ki woong Oh  Name : Hae sung Kim  
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QPF-16-06(rev.00) 

Tested Sample List 

Sample No. Sample Description Item No. Material 

1 Substrate Cu Plating N/S 
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QPF-16-06(rev.00) 

 

RoHS, Unit: mg/kg 

(EU Directive 2011/65/EU, 2015/863/EU) 
 

Test Conducted Test Method RL Test Results 

   1 

Lead (Pb) IEC 62321-5:2013 

(Acid digestion and determined by  
ICP-OES) 

5 N.D. 

Cadmium (Cd) 2 N.D. 

Mercury (Hg) 
IEC 62321-4:2013 

(Acid digestion and determined by  
ICP-OES) 

1 N.D. 

Hexavalent Chromium (Cr
6+

) 
IEC 62321-7-1:2015  

(Boiling water extraction and determined 
by UV-VIS) 

- Negative 

* Polybrominated Biphenyls(PBBs)  

Bromobiphenyl 

IEC 62321-6:2015 

(Solvent extraction and determined by 
GC-MS) 

5 N.D. 

Dibromobiphenyl  5 N.D. 

Tribromobiphenyl  5 N.D. 

Tetrabromobiphenyl 5 N.D. 

Pentabromobiphenyl 5 N.D. 

Hexabromobiphenyl  5 N.D. 

Heptabromobiphenyl 5 N.D. 

Octabromobiphenyl  5 N.D. 

Nonabromobiphenyl 5 N.D. 

Decabromobiphenyl 5 N.D. 

Sum of PBBs - N.D. 

* Polybrominated Diphenyl Ethers(PBDEs)  

Bromodiphenyl ethers 5 N.D. 

Dibromodiphenyl ethers 5 N.D. 

Tribromodiphenyl ethers 5 N.D. 

Tetrabromodiphenyl ethers  5 N.D. 

Pentabromodiphenyl ethers 5 N.D. 

Hexabromodiphenyl ethers 5 N.D. 

Heptabromodiphenyl ethers  5 N.D. 

Octabromodiphenyl ethers  5 N.D. 

Nonabromodiphenyl ethers 5 N.D. 

Decabromodiphenyl ether 5 N.D. 

Sum of PBDEs - N.D. 
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QPF-16-06(rev.00) 

 

Phthalates, Unit: mg/kg 

(EU Directive 2011/65/EU, 2015/863/EU) 
 

Test Conducted Test Method RL Test Results 

   1 

butyl benzyl phthalate (BBP) 

IEC 62321-8:2017  

(Solvent extraction and determined by GC-MS) 

50 N.D. 

di-n-butyl phthalate (DBP) 50 N.D. 

di(ethylhexyl) phthalate (DEHP) 50 N.D. 

diisobutyl phthalate (DIBP) 50 N.D. 

 

 

Halogen, Unit: mg/kg 
 

Test Conducted Test Method RL Test Results 

   1 

Chlorine (Cl) EN 14582:2016 & IEC 62321-3-2 Annex A 

determined by C-IC 

30 N.D. 

Bromine (Br) 30 N.D. 

 

 

Heavy metal, Unit: mg/kg 
 

Test Conducted Test Method RL Test Results 

   1 

Antimony (Sb) Reference to EPA 3052:1996 determined by 

ICP-OES 

5 N.D. 

Beryllium (Be) 5 N.D. 

 

 

PFOS / PFOA, Unit: µg/kg 
 

Test Conducted Test Method RL Test Results 

   1 

Perfluorooctane sulfonate (PFOS) Reference to PD CEN/TS 15968:2010 

determined by LC-MS-MS  

10 N.D. 

Perfluorooctanoic acid (PFOA) 10 N.D. 
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Photo of the submitted sample(s) 

 

 

Sample No.1 
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QPF-16-06(rev.00) 

Flow Chart 

 

 

RoHS   

 

 

 

 

  

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Material Digestion Acid 

Polymers HNO3, HCI, HF, H2O2, H2SO4, etc. 

Metals HNO3, HCI 

Electronics HNO3, HCI, HF, H2O2, H2SO4, etc. 

 

 

 

Sampling / 
Grinding or Cutting 

Pb, Cd, Hg Cr
6+

 PBBs / PBDEs 

Weighing Weighing 
Solvent extraction 

Digestion (Microwave) 
Add appropriate  

amount of extraction 
reagent 

Concentration or 
dilution of extraction 

solution 

Total Dissolved 

Solvent extraction 

Analyzed by GC-MS 

Analyzed by ICP-OES 

Make up & add 
diphenyl-carbazide 

solution 

Within Calibration 
Range 

Data Analysis 

Analyzed by UV-VIS 

Data Analysis Data Analysis 

Polymer / Electronics 

Report Report 
 

Report 
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QPF-16-06(rev.00) 

Cutting 

Weighing 0.3 g 

Pipette 10 mL THF 

Sonication at 40 ℃, 1 h 

Add 20 mL of ACN with dropwise 

Stand for 30 min, for re-precipitate 

Filter with PTFE Fitter 

Calibration GC-MS 

Sample Measurement 

Within Calibration Range 

Freezer grinding (minimum 500 µm) 

Calculated Result 

Dilute the sample 
appropriately 

No 

Flow Chart 

 
 
Phthalates   
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QPF-16-06(rev.00) 

Flow Chart 

Cutting 

Weighing 

Sample loading 

Combustion by Oxygen Bomb 

Absorption solvent preparation of absorption solution 

Calibration IC 

Sample measurement 

Calculated result 

Within calibration range 

No 
Dilute the sample 

appropriately 

 

   

Halogen  
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QPF-16-06(rev.00) 

Flow Chart 

 

 

Heavy metal 

 

 

 

 

  

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Material Digestion Acid 

Polymers HNO3, HCI, HF, H2O2, H2SO4, etc. 

Metals HNO3, HCI 

Electronics HNO3, HCI, HF, H2O2, H2SO4, etc. 

 

 

 

 

  

Sampling / 
Grinding or Cutting 

Weighing 

Digestion (Microwave) 

Total Dissolved 

Analyzed by ICP-OES 

Data Analysis 

Report 
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Flow Chart 

Cutting 

Weighing 

Solvent extraction 

Concentration or Dilution of extraction solution 

Calibration LC-MS-MS 

Sample measurement 

Calculated result 

Within calibration range 
Dilute the sample 

appropriately 

No 

 

 

PFOS / PFOA     

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

  

 

 


